SIDHE PETROCHEMICALS PRIVATE LIMITED,
R.S. No. 445, 446/1, 446/2, 448, 449, Village: Bhimasar,
Ta. Anjar, Dist. Kutch, Gujarat - 370240, India

CERTIFICATE OF QUALITY

Meets the requirements of following Specifications: Brand Name: SH 5090 FT
REPORT NO-SPPL/BM/000 DATE-02/08/2024
SRNO PARAMETERS METHOD RESULT UNITS

1 ODOUR ASTM D1833-87(R17) 1.0 ODOURLESS
2 SAYBOLT COLOR ASTM-D156-15 +30 WHITE

3 CONGEALING POINT ASTM-D938-12(R17) 54.2 degC

4 ACID NUMBER ASTM D974-21 <0.02 mgKOH/g
5 VISCOSITY AT 100°C ASTM-D445-21el 34 Mm2/s
6 UV ABSORPTIVITY ASTM D2008-12(R18) <0.01 L/(g.cm)
7 PENETRATION AT 25°C ASTM D1321-16a 29 {0.1mm)
8 OIL CONTENT AT -32°C ASTM-D721-17 2.43 %[mass]
9 APPEARANCE ' REPORT WAXY SOLID 20 degC
10 MELTING POINT REPORT 52-56 degC
11 FLASH POINT REPORT >190 DegC
12 AUTO-INGITION TEMP. REPORT >320 degC
13 DENSITY 70°C REPORT 0.764 Kp/m3
14 IBP REPORT 280 degC
15 FBP REPORT 320 degC
16 VAPOUR PRESSURE REPORT 0.0005 kPa@20°C

{1)The information given here is consider to be correct is offered for your consideration investigation
&verification.

{2)No warranties are expressed or implied since the use of products are beyond our control.
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