
REPORT NO. SP P L /BM/P B/0 0 0 3 DATE 0 4 . 1 0 . 2 0 2 3

PRODUCT NAME SH 1 0 0  P F

QUATITY 5 7  X  1 6 0  (9 1 2 0  K GS. )

INVOICE NO. SP P L /2 2 2 3 /0 0 7 6 9

CUSTOMER NAME M/S.  SRF L I MI TED

LOT / BATCH NO. 0 0 3

PACKING IN D RUM

VEHICLE NO. GJ1 7  TT 7 3 5 3

S.NO
CHARAC U TE SP TYPI

1 APPEARANCE - VIS BRI BRIG

2 SP.GRAVITY @25 °C g AST 0.7 #

3 COLOR, Saybolt AST 30 +30

4 KIN.VISCOSITY @  25 °C m AST 2.6 2.92

5 FLASH POINT d AST Min 108

6 POUR POINT d AST 0 -9

7 ANILINE POINT d AST 82. 92

8 MOISTURE CONTENT % AST 0.1, 0.032

9 IBP d AST 221 224

10 50% d AST 229 242

11 FBP d AST 284 282

12 AROMATIC CONTENT % IS 0.2 < 

13 REFRACTIVE INDEX @ 20 AST 1.4 #

14 N - PARAFFIN CONTENT w IS Min 99

15 SULPHER CONTENT M AST 1, NIL

16 DENSITY @ 15 °C m AST Rep 0.768

D I SCL AI MER

Tested By Approved by 

Q C Chem is t Manager QC 

REPORT NO. SP P L /BM/P B/0 0 0 DATE 1 1 . 0 4 . 2 0 2 4

GWALIOR

PRODUCT NAME SH 1 0 0  P F

CUSTOMER NAME M/S.  SRF L I MI TED

S.NO
CHARAC U TE SP TYPI

1 APPEARANCE - VIS BRI BRIG

2 SP.GRAVITY @25 °C g AST 0.7 0.765

3 COLOR, Saybolt AST 30 +30

4 KIN.VISCOSITY @  25 °C m AST 2.6 2.94

5 FLASH POINT d AST Min 98

6 POUR POINT d AST 0 -9

7 ANILINE POINT d AST 82. 92

8 MOISTURE CONTENT % AST 0.1, 0.028

9 IBP d AST 221 226

10 50% d AST 229 240

11 FBP d AST 284 282

12 AROMATIC CONTENT % IS 0.2 < 

13 REFRACTIVE INDEX @ 20 AST 1.4 #

14 N - PARAFFIN CONTENT w IS Min 99

15 SULPHER CONTENT M AST 1, NIL

16 DENSITY @ 15 °C m AST Rep 0.77

D I SCL AI MER

Tested By Approved by 

Q C Chem is t Manager QC 

REPORT NO. SP P L /BM/P B/0 5 4 DATE 2 7 . 0 4 . 2 0 2 4

PRODUCT NAME SH 1 0 0  P F

CUSTOMER NAME M/S.  SRF L I MI TED

QUATITY 0 2  X  1  L TRS

REFERENCE NO. BATCH-0 3

PLACE CHENNAI

S.NO CHARAC U TE SP TYPI
1 APPEARANCE - VIS BRI BRIG

2 SP.GRAVITY @25 °C g AST 0.7 0.758

3 COLOR, Saybolt AST 30 +30

4 KIN.VISCOSITY @  25 °C m AST 2.6 2.83

5 FLASH POINT d AST Min 99

6 POUR POINT d AST 0 +3

7 ANILINE POINT d AST 82. 92

8 MOISTURE CONTENT % AST 0.1, 0.018

9 IBP d AST 221 220

10 50% d AST 229 260

11 FBP d AST 284 274

12 AROMATIC CONTENT % IS 0.2 < 

13 REFRACTIVE INDEX @ 20 AST 1.4 #

14 N - PARAFFIN CONTENT w IS Min 99

15 SULPHER CONTENT M AST 1, NIL

16 DENSITY @ 15 °C m AST Rep 0.763

D I SCL AI MER

Tested By Approved by 

Q C Chem is t Manager QC 

REPORT NO. SP P L /BM/P B/0 5 6 DATE 2 7 . 0 4 . 2 0 2 4

PRODUCT NAME SH 1 0 0  P F

CUSTOMER NAME M/S.  SRF L I MI TED

QUATITY 0 2  X  1  L TRS

REFERENCE NO. BATCH-0 4

PLACE CHENNAI

S.NO CHARAC U TE SP TYPI
1 APPEARANCE - VIS BRI BRIG

2 SP.GRAVITY @25 °C g AST 0.7 0.765

3 COLOR, Saybolt AST 30 +30

4 KIN.VISCOSITY @  25 °C m AST 2.6 2.95

5 FLASH POINT d AST Min 94

6 POUR POINT d AST 0 +3

7 ANILINE POINT d AST 82. 90

8 MOISTURE CONTENT % AST 0.1, 0.017

9 IBP d AST 221 234

10 50% d AST 229 263

11 FBP d AST 284 275

12 AROMATIC CONTENT % IS 0.2 < 

13 REFRACTIVE INDEX @ 20 AST 1.4 #

14 N - PARAFFIN CONTENT w IS Min 99

15 SULPHER CONTENT M AST 1, NIL

16 DENSITY @ 15 °C m AST Rep 0.77

D I SCL AI MER

Tested By Approved by 

Q C Chem is t Manager QC 

REPORT NO. SP P L /BM/P B/0 5 7 DATE 2 7 . 0 4 . 2 0 2 4

PRODUCT NAME SH 1 0 0  P F

CUSTOMER NAME M/S.  SRF L I MI TED

QUATITY 0 2  X  1  L TRS

REFERENCE NO. BATCH-0 4

PLACE CHENNAI

S.NO CHARAC U TE SP TYPI
1 APPEARANCE - VIS BRI BRIG

2 SP.GRAVITY @25 °C g AST 0.7 0.765

3 COLOR, Saybolt AST 30 +30

4 KIN.VISCOSITY @  25 °C m AST 2.6 2.95

5 FLASH POINT d AST Min 94

6 POUR POINT d AST 0 +3

7 ANILINE POINT d AST 82. 90

8 MOISTURE CONTENT % AST 0.1, 0.017

9 IBP d AST 221 234

10 50% d AST 229 263

11 FBP d AST 284 275

12 AROMATIC CONTENT % IS 0.2 < 

13 REFRACTIVE INDEX @ 20 AST 1.4 #

14 N - PARAFFIN CONTENT w IS Min 99

15 SULPHER CONTENT M AST 1, NIL

16 DENSITY @ 15 °C m AST Rep 0.77

D I SCL AI MER

Tested By Approved by 

Q C Chem is t Manager QC 

REPORT NO. SP P L /BM/P B/0 5 4 DATE 2 7 . 0 4 . 2 0 2 4

PRODUCT NAME SH 1 0 0  P F

CUSTOMER NAME M/S.  SRF L I MI TED

QUATITY 0 2  X  1  L TRS

REFERENCE NO. BATCH-0 1

PLACE MAL ANP UR (M. P )

S.NO
CHARAC U TE SP TYPI

1 APPEARANCE - VIS BRI BRIG

2 SP.GRAVITY @25 °C g AST 0.7 0.758

3 COLOR, Saybolt AST 30 +30

4 KIN.VISCOSITY @  25 °C m AST 2.6 2.81

5 FLASH POINT d AST Min 95

6 POUR POINT d AST 0 0

7 ANILINE POINT d AST 82. 91

8 MOISTURE CONTENT % AST 0.1, 0.018

9 IBP d AST 221 212

10 50% d AST 229 260

11 FBP d AST 284 276

12 AROMATIC CONTENT % IS 0.2 < 

13 REFRACTIVE INDEX @ 20 AST 1.4 #

14 N - PARAFFIN CONTENT w IS Min 99

15 SULPHER CONTENT M AST 1, NIL

16 DENSITY @ 15 °C m AST Rep 0.763

D I SCL AI MER

Tested By Approved by 

Q C Chem is t Manager QC 

REPORT NO. SP P L /BM/P B/0 5 5 DATE 2 7 . 0 4 . 2 0 2 4

PRODUCT NAME SH 1 0 0  P F

CUSTOMER NAME M/S.  SRF L I MI TED

QUATITY 0 2  X  1  L TRS

REFERENCE NO. BATCH-0 2

PLACE MAL ANP UR (M. P )

S.NO CHARAC U TE SP TYPI
1 APPEARANCE - VIS BRI BRIG

2 SP.GRAVITY @25 °C g AST 0.7 0.766

3 COLOR, Saybolt AST 30 +30

4 KIN.VISCOSITY @  25 °C m AST 2.6 2.92

5 FLASH POINT d AST Min 94

6 POUR POINT d AST 0 0

7 ANILINE POINT d AST 82. 92

8 MOISTURE CONTENT % AST 0.1, 0.016

9 IBP d AST 221 233

10 50% d AST 229 260

11 FBP d AST 284 274

12 AROMATIC CONTENT % IS 0.2 < 

13 REFRACTIVE INDEX @ 20 AST 1.4 #

14 N - PARAFFIN CONTENT w IS Min 99

15 SULPHER CONTENT M AST 1, NIL

16 DENSITY @ 15 °C m AST Rep 0.771

D I SCL AI MER

Tested By Approved by 

Q C Chem is t Manager QC 

REPORT NO. SP P L /BM/P B/0 1 3 3 DATE 1 4 . 0 6 . 2 0 2 4

PRODUCT NAME SH 1 0 0  P F 

CUSTOMER NAME M/S.  SRF L I MI TED

QUATITY 0 2  X  1  L TRS

REFERENCE NO. 1 3 3 /2 0 2 4 (BL END  1 A)

PLACE GW AL I OR

S.NO
CHARAC U TE SP TYPI

1 APPEARANCE - VIS BRI BRIG

2 SP.GRAVITY @25 °C g AST 0.7 0.756

3 COLOR, Saybolt AST 30 +30

4 KIN.VISCOSITY @  25 °C m AST 2.9 2.80 

5 FLASH POINT d AST Min 100

6 POUR POINT d AST 0 0

7 ANILINE POINT d AST 82. 91

8 MOISTURE CONTENT % AST 0.1, 0.02

9 IBP d AST 221 222

10 50% d AST ~ 260

11 FBP d AST 285 276

12 AROMATIC CONTENT % IS 0.2 < 

13 REFRACTIVE INDEX @ 20 AST 1.4 #

14 N - PARAFFIN CONTENT w IS Min 99

15 SULPHER CONTENT M AST 1, NIL

16 DENSITY @ 15 °C m AST Rep 0.761

D I SCL AI MER

Tested By Approved by 

Q C Chem is t Manager QC 

REPORT NO. SP P L /BM/P B/0 1 3 4 DATE 1 4 . 0 6 . 2 0 2 4

PRODUCT NAME SH 1 0 0  P F 

CUSTOMER NAME M/S.  SRF L I MI TED

QUATITY 0 2  X  1  L TRS

REFERENCE NO. 1 3 4 /2 0 2 4 (BL END  2 A)

PLACE GW AL I OR

S.NO CHARAC U TE SP TYPI
1 APPEARANCE - VIS BRI BRIG

2 SP.GRAVITY @25 °C g AST 0.7 0.755

3 COLOR, Saybolt - AST 30 +30

4 KIN.VISCOSITY @  25 °C m AST 2.9 2.92 

5 FLASH POINT d AST Min 101

6 POUR POINT d AST 0 0

7 ANILINE POINT d AST 82. 92

8 MOISTURE CONTENT % AST 0.1, 0.02

9 IBP d AST 221 222

10 50% d AST ~ 260

11 FBP d AST 285 274

12 AROMATIC CONTENT % IS 0.2 < 

13 REFRACTIVE INDEX @ 20 AST 1.4 #

14 N - PARAFFIN CONTENT w IS Min 99

15 SULPHER CONTENT M AST 1, NIL

16 DENSITY @ 15 °C m AST Rep #

D I SCL AI MER

Tested By Approved by 

Q C Chem is t Manager QC 

REPORT NO. SPPL/BM/PB/0000 DATE 15.07.2024

PRODUCT NAME SH 100 PF 

CUSTOMER NAME M/S. SRF LIMITED

S.NO CHARACT U TE SPE TYPIC
1 APPEARANCE - VIS BRI BRIG

2 SP.GRAVITY @20 °C g AST 0.7 # DENSITY @ 29.5-0.755

3 COLOR, Saybolt - AST 30 +30

4 KIN.VISCOSITY @  25 °C c AST 2.9 2.81 

5 FLASH POINT d AST Min 100

6 POUR POINT d AST 0 0

7 ANILINE POINT d AST 82. 92

8 MOISTURE CONTENT % AST 0.1, 0.02

9 IBP d AST 221 222

11 FBP d AST 285 274

12 AROMATIC CONTENT % IS 0.2 < 

13 REFRACTIVE INDEX @ 20 - AST 1.4 #

14 N - PARAFFIN CONTENT w IS Min 99

15 SULPHER CONTENT M AST 1, NIL

DISCLAIMER

Tested By Approved by 

Q C Chemist Manager QC 

SIDHE PETROCHEMICALS PRIVATE LIMITED
R.S. No.  445,446/1,446/2,448,449,

Village Bhimasar, Taluka Anjar, District Kutch, 370240, Gujarat.

(1) The information given here is considered to be correct is offered for your consideration investigation & 

(2) No warranties are expressed or implied since the use of products are beyoud our control.

FM/QC/002,0.00;0723

CERTIFICATE OF ANALYSIS

CERTIFICATE OF ANALYSIS

SIDHE PETROCHEMICALS PRIVATE LIMITED
R.S. No.  445,446/1,446/2,448,449,

Village Bhimasar, Taluka Anjar, District Kutch, 370240, Gujarat.

CERTIFICATE OF ANALYSIS

CERTIFICATE OF ANALYSIS

CERTIFICATE OF ANALYSIS

CERTIFICATE OF ANALYSIS

CERTIFICATE OF ANALYSIS

CERTIFICATE OF ANALYSIS

CERTIFICATE OF ANALYSIS

CERTIFICATE OF ANALYSIS

(1) The information given here is considered to be correct is offered for your consideration investigation & verification .

(2) No warranties are expressed or implied since the use of products are beyoud our control.

FM/QC/002,0.00;0723

SIDHE PETROCHEMICALS PRIVATE LIMITED
R.S.  No.  445,446/1,446/2,448,449,

V i l l age Bhim asar,  Ta luka  Anjar,  Di s tri ct  Kutch, 370240, G ujarat.

(1) The information given here is considered to be correct is offered for your consideration investigation & verification .

(2) No warranties are expressed or implied since the use of products are beyoud our control.

FM/QC/002,0.00;0723

SIDHE PETROCHEMICALS PRIVATE LIMITED
R.S.  No.  445,446/1,446/2,448,449,

V i l l age Bhim asar,  Ta luka  Anjar,  Di s tri ct  Kutch, 370240, G ujarat.

(1) The information given here is considered to be correct is offered for your consideration investigation & verification .

(2) No warranties are expressed or implied since the use of products are beyoud our control.

FM/QC/002,0.00;0723

SIDHE PETROCHEMICALS PRIVATE LIMITED

(1) The information given here is considered to be correct is offered for your consideration investigation & verification .

(2) No warranties are expressed or implied since the use of products are beyoud our control.

FM/QC/002,0.00;0723

SIDHE PETROCHEMICALS PRIVATE LIMITED
R.S.  No.  445,446/1,446/2,448,449,

V i l l age Bhim asar,  Ta luka  Anjar,  Di s tri ct  Kutch, 370240, G ujarat.

(1) The information given here is considered to be correct is offered for your consideration investigation & verification .

(2) No warranties are expressed or implied since the use of products are beyoud our control.

FM/QC/002,0.00;0723

SIDHE PETROCHEMICALS PRIVATE LIMITED
R.S.  No.  445,446/1,446/2,448,449,

V i l l age Bhim asar,  Ta luka  Anjar,  Di s tri ct  Kutch, 370240, G ujarat.

R.S.  No.  445,446/1,446/2,448,449,
V i l l age Bhim asar,  Ta luka  Anjar,  Di s tri ct  Kutch, 370240, G ujarat.

(1) The information given here is considered to be correct is offered for your consideration investigation & verification .

(2) No warranties are expressed or implied since the use of products are beyoud our control.

FM/QC/002,0.00;0723

SIDHE PETROCHEMICALS PRIVATE LIMITED
R.S.  No.  445,446/1,446/2,448,449,

V i l l age Bhim asar,  Ta luka  Anjar,  Di s tri ct  Kutch, 370240, G ujarat.

(1) The information given here is considered to be correct is offered for your consideration investigation & verification .

(2) No warranties are expressed or implied since the use of products are beyoud our control.

FM/QC/002,0.00;0723

SIDHE PETROCHEMICALS PRIVATE LIMITED
R.S.  No.  445,446/1,446/2,448,449,

V i l l age Bhim asar,  Ta luka  Anjar,  Di s tri ct  Kutch, 370240, G ujarat.

(1) The information given here is considered to be correct is offered for your consideration investigation & verification .

(2) No warranties are expressed or implied since the use of products are beyoud our control.

FM/QC/002,0.00;0723

SIDHE PETROCHEMICALS PRIVATE LIMITED
R.S.  No.  445,446/1,446/2,448,449,

V i l l age Bhim asar,  Ta luka  Anjar,  Di s tri ct  Kutch, 370240, G ujarat.

(1) The information given here is considered to be correct is offered for your consideration investigation & verification .

(2) No warranties are expressed or implied since the use of products are beyoud our control.

FM/QC/002,0.00;0723

SIDHE PETROCHEMICALS PRIVATE LIMITED
R.S.  No.  445,446/1,446/2,448,449,

V i l l age Bhim asar,  Ta luka  Anjar,  Di s tri ct  Kutch, 370240, G ujarat.

CERTIFICATE OF ANALYSIS



REPORT NO. SPPL/BM/PB/001 DATE 16.07.2024 WRONG B.NO SEND ON REPORT DUE PRODUCTION MISTAKE 

PRODUCT NAME SH 1 0 0  P F

QUATITY 3 1  X  1 6 0  (4 9 6 0  K GS. )

INVOICE NO. SP P L /2 2 2 3 /0 1 4 4 2

CUSTOMER NAME M/S.  SRF L I MI TED GWALIOR

 BATCH NO. SP AF0 7 2 4 4 0 6

PACKING IN D RUM

VEHICLE NO. UP 7 7  T 2 2 9 8

S.NO
CHARACT U TE SPE TYPIC

1 APPEARANCE - VIS BRI BRIG

2 SP.GRAVITY @20 °C g AST 0.7 #

3 COLOR, Saybolt - AST 30 +30

4 KIN.VISCOSITY @  25 °C c AST 2.9 2.81 

5 FLASH POINT d AST Min 100

6 POUR POINT d AST 0 0

7 ANILINE POINT d AST 82. 92

8 MOISTURE CONTENT % AST 0.1, 0.02

9 IBP d AST 221 222

11 FBP d AST 285 274

12 AROMATIC CONTENT % IS 0.2 < 

13 REFRACTIVE INDEX @ 20 - AST 1.4 #

14 N - PARAFFIN CONTENT w IS Min 99

15 SULPHER CONTENT M AST 1, NIL

DISCLAIMER

Tested By Approved by 

Q C Chemist Manager QC 

REPORT NO. SPPL/BM/PB/0000 DATE 01.10.2024

PRODUCT NAME SH 100 PF 

CUSTOMER NAME M/S. SRF LIMITED

S.NO CHARACT U TE SPE TYPIC
1 APPEARANCE - VIS BRI BRIG

2 SP.GRAVITY @20 °C g AST 0.7 #

3 COLOR, Saybolt - AST 30 +30 d @ 29.5-0.767

4 KIN.VISCOSITY @  25 °C c AST 2.9 2.91 

5 FLASH POINT d AST Min 98 plant batch

6 POUR POINT d AST 0 0 old drum+ hnp 1417+ np1013

7 ANILINE POINT d AST 82. 92

8 MOISTURE CONTENT % AST 0.1, 0.031

9 IBP d AST 221 222 ACTUAL IBP-213

11 FBP d AST 285 283 FBP-298

12 AROMATIC CONTENT % IS 0.2 < 

13 REFRACTIVE INDEX @ 20 - AST 1.4 #

14 N - PARAFFIN CONTENT w IS Min 99

15 SULPHER CONTENT M

g

AST

M 

1, 

Ma

NIL

DISCLAIMER

Tested By Approved by 

Q C Chemist Manager QC 

REPORT NO. SP P L /BM/P B/0 0 DATE 0 3 . 1 0 . 2 0 2 4

PRODUCT NAME SH 1 0 0  P F 

S.NO CHARAC U TE SP TYPI
1 APPEARANCE - VIS BRI BRIG

2 SP.GRAVITY @25 °C g AST 0.7 0.762

 COLOR, Saybolt AST 30 +30

4 KIN.VISCOSITY @  25 °C m AST 2.9 2.90 

5 FLASH POINT d AST Min 100

6 POUR POINT d AST 0 0

7 ANILINE POINT d AST 82. 90

8 MOISTURE CONTENT % AST 0.1, 0.02

9 IBP d AST 221 212

10 50% d AST ~ 260

11 FBP d AST 285 298

12 AROMATIC CONTENT % IS 0.2 < 

13 REFRACTIVE INDEX @ 20 AST 1.4 #

14 N - PARAFFIN CONTENT w IS Min 99

15 SULPHER CONTENT M AST 1, NIL

16 DENSITY @ 15 °C m AST Rep 0.767

D I SCL AI MER

Tested By Approved by 

Q C Chem is t Manager QC 

REPORT NO. SPPL/BM/PB/001 DATE 13.10.2024

PRODUCT NAME SH 1 0 0  P F

QUATITY 2 8  X  1 6 0  (4 4 8 0  K GS)

INVOICE NO. SP P L /2 4 2 5 /0 2 7 3 8

CUSTOMER NAME M/S.  SRF L I MI TED

 BATCH NO. SP AF0 9 2 4 6 9 3

PACKING IN D RUM

VEHICLE NO. D L  0 1  L Y 3 7 5 7

S.NO CHARACT U TE SPE TYPIC SPAF0924693 THIS BATCH NO IS ALREADY SENT TO ANOTHER CUSTOMER AND ALSO SENT SRF BYMISTICALLY ON SUNDAY

1 APPEARANCE - VIS BRI BRIG

2 SP.GRAVITY @25 °C g AST 0.7 0.762

3 COLOR, Saybolt AST 30 +30

4 KIN.VISCOSITY @  25 °C m AST 2.9 2.90 

5 FLASH POINT d AST Min 100

6 POUR POINT d AST 0 0

7 ANILINE POINT d AST 82. 90

8 MOISTURE CONTENT % AST 0.1, 0.02

9 IBP d AST 221 222

10 50% d AST ~ 260

11 FBP d AST 285 282

12 AROMATIC CONTENT % IS 0.2 < 

13 REFRACTIVE INDEX @ 20 AST 1.4 #

14 N - PARAFFIN CONTENT w IS Min 99

15 SULPHER CONTENT M AST 1, NIL

16 DENSITY @ 15 °C m AST Rep 0.767

DISCLAIMER

Tested By Approved by 

Q C Chemist Manager QC 

REPORT NO. SPPL/BM/PB/002 DATE 13.10.2024

PRODUCT NAME SH 1 0 0  P F

QUATITY 2 8  X  1 6 0  (4 4 8 0  K GS)

INVOICE NO. SP P L /2 4 2 5 /0 2 7 3 8

CUSTOMER NAME M/S.  SRF L I MI TED

 BATCH NO. SP AF0 9 2 4 6 9 3

PACKING IN D RUM

VEHICLE NO. RJ 2 7  GB 7 5 6 4

S.NO CHARACT U TE SPE TYPIC
1 APPEARANCE - VIS BRI BRIG

2 SP.GRAVITY @25 °C g AST 0.7 0.762

3 COLOR, Saybolt AST 30 +30

4 KIN.VISCOSITY @  25 °C m AST 2.9 2.90 

5 FLASH POINT d AST Min 100

6 POUR POINT d AST 0 0

7 ANILINE POINT d AST 82. 90

8 MOISTURE CONTENT % AST 0.1, 0.02

9 IBP d AST 221 222

10 50% d AST ~ 260

11 FBP d AST 285 282

12 AROMATIC CONTENT % IS 0.2 < 

13 REFRACTIVE INDEX @ 20 AST 1.4 #

14 N - PARAFFIN CONTENT w IS Min 99

15 SULPHER CONTENT M AST 1, NIL

16 DENSITY @ 15 °C m AST Rep 0.767

DISCLAIMER

Tested By Approved by 

Q C Chemist Manager QC 

MANALI CHENNAI

REPORT NO. SPPL/BM/PB/003 DATE 28.02.2025

PRODUCT NAME SH 1 0 0  P F

QUATITY 5 7  X  1 6 0  (9 1 2 0  K GS)

INVOICE NO. SP P L /2 4 2 5 /0 5 1 9 5

CUSTOMER NAME M/S.  SRF L I MI TED

 BATCH NO. SP AF0 2 2 5 1 3 0 2

PACKING IN D RUM

VEHICLE NO. D D 0 1  F 9 5 5 0

MFG. DATE 2 7 . 0 2 . 2 0 2 5

EXP. DATE 2 6 . 0 2 . 2 0 2 7

S.NO CHARACT U TE SPE TYPIC
1 APPEARANCE - VIS BRI BRIG

2 SP.GRAVITY @25 °C g AST 0.7 0.761

3 COLOR, Saybolt AST 30 +30

4 KIN.VISCOSITY @  25 °C m AST 2.9 2.92 

5 FLASH POINT d AST Min 100

6 POUR POINT d AST 0 0

7 ANILINE POINT d AST 82. 90

8 MOISTURE CONTENT % AST 0.1, 0.023

9 IBP d AST 221 224

10 50% d AST ~ 260

11 FBP d AST 285 284

12 AROMATIC CONTENT % IS 0.2 < 

13 REFRACTIVE INDEX @ 20 AST 1.4 #

14 N - PARAFFIN CONTENT w IS Min 99

15 SULPHER CONTENT M AST 1, NIL

16 DENSITY @ 15 °C m AST Rep 0.766

DISCLAIMER

Tested By Approved by 

Q C Chemist Manager QC 

REPORT NO. SPPL/BM/PB/004 DATE 28.02.2025

PRODUCT NAME SH 1 0 0  P F

QUATITY 2 8  X  1 6 0  (4 4 8 0  K GS)

INVOICE NO. SP P L /2 4 2 5 /0 5 1 9 6

CUSTOMER NAME M/S.  SRF L I MI TED

 BATCH NO. SP AF0 2 2 5 1 3 0 2

PACKING IN D RUM

VEHICLE NO. D D 0 1  MB 2 2 6 9

MFG. DATE 2 7 . 0 2 . 2 0 2 5

EXP. DATE 2 6 . 0 2 . 2 0 2 7

S.NO CHARACT U TE SPE TYPIC
1 APPEARANCE - VIS BRI BRIG

2 SP.GRAVITY @25 °C g AST 0.7 0.761 G

3 COLOR, Saybolt AST 30 +30

4 KIN.VISCOSITY @  25 °C m AST 2.9 2.92 

5 FLASH POINT d AST Min 100

6 POUR POINT d AST 0 0

7 ANILINE POINT d AST 82. 90

8 MOISTURE CONTENT % AST 0.1, 0.023

9 IBP d AST 221 224

10 50% d AST ~ 260

11 FBP d AST 285 284

12 AROMATIC CONTENT % IS 0.2 < 

13 REFRACTIVE INDEX @ 20 AST 1.4 #

14 N - PARAFFIN CONTENT w IS Min 99

15 SULPHER CONTENT M AST 1, NIL

16 DENSITY @ 15 °C m AST Rep 0.766

DISCLAIMER

Tested By Approved by 

Q C Chemist Manager QC 

REPORT NO. SPPL/BM/PB/005 DATE 01.03.2025

PRODUCT NAME SH 1 0 0  P F

QUATITY 2 9  X  1 6 0  (4 6 4 0  K GS)

INVOICE NO. SP P L /2 4 2 5 /0 5 2 1 7

CUSTOMER NAME M/S.  SRF L I MI TED

 BATCH NO. SP AF0 2 2 5 1 3 0 2

PACKING IN D RUM

VEHICLE NO. HR6 2  A 9 8 2 4

MFG. DATE 2 7 . 0 2 . 2 0 2 5

EXP. DATE 2 6 . 0 2 . 2 0 2 7

S.NO CHARACT U TE SPE TYPIC
1 APPEARANCE - VIS BRI BRIG

2 SP.GRAVITY @25 °C g AST 0.7 0.761

3 COLOR, Saybolt AST 30 +30

4 KIN.VISCOSITY @  25 °C m AST 2.9 2.92 

5 FLASH POINT d AST Min 100

6 POUR POINT d AST 0 0

7 ANILINE POINT d AST 82. 90

8 MOISTURE CONTENT % AST 0.1, 0.023

9 IBP d AST 221 224

10 50% d AST ~ 260

11 FBP d AST 285 284

12 AROMATIC CONTENT % IS 0.2 < 

13 REFRACTIVE INDEX @ 20 AST 1.4 #

14 N - PARAFFIN CONTENT w IS Min 99

15 SULPHER CONTENT M AST 1, NIL

16 DENSITY @ 15 °C m AST Rep 0.766

DISCLAIMER

Tested By Approved by 

Q C Chemist Manager QC 

REPORT NO. SP P L /BM/P B/0 0 0 DATE 1 8 . 0 3 . 2 0 2 5

PRODUCT NAME SH 1 0 0  P F

CUSTOMER NAME M/S.  SRF L I MI TED

S.NO CHARAC U TE SP TYPI
1 APPEARANCE - VIS BRI BRIG

2 SP.GRAVITY @25 °C g AST 0.7 0.765

3 COLOR, Saybolt AST 30 +30

4 KIN.VISCOSITY @  25 °C m AST 2.6 2.94

5 FLASH POINT d AST Min 98

6 POUR POINT d AST 0 -9

7 ANILINE POINT d AST 82. 92

8 MOISTURE CONTENT % AST 0.1, 0.028

9 IBP d AST 221 226

10 50% d AST 229 240

11 FBP d AST 284 282

12 AROMATIC CONTENT % IS 0.2 < 

13 REFRACTIVE INDEX @ 20 AST 1.4 #

14 N - PARAFFIN CONTENT w IS Min 99

15 SULPHER CONTENT M AST 1, NIL

16 DENSITY @ 15 °C m AST Rep 0.77

D I SCL AI MER

Tested By Approved by 

Q C Chem is t Manager QC 

REPORT NO. SPPL/BM/PB/005 DATE 01.03.2025

PRODUCT NAME SH 1 0 0  P F

QUATITY 2 9  X  1 6 0  (4 6 4 0  K GS)

INVOICE NO. SP P L /2 4 2 5 /0 5 2 1 7

CUSTOMER NAME M/S.  SRF L I MI TED

 BATCH NO. SP AF0 2 2 5 1 3 0 2

PACKING IN D RUM

VEHICLE NO. HR6 2  A 9 8 2 4

MFG. DATE 2 7 . 0 2 . 2 0 2 5

EXP. DATE 2 6 . 0 2 . 2 0 2 7

S.NO CHARACT U TE SPE TYPIC
1 APPEARANCE - VIS BRI BRIG

2 SP.GRAVITY @25 °C g AST 0.7 0.761

3 COLOR, Saybolt AST 30 +30

4 KIN.VISCOSITY @  25 °C m AST 2.9 2.92 

5 FLASH POINT d AST Min 100

6 POUR POINT d AST 0 0

7 ANILINE POINT d AST 82. 90

8 MOISTURE CONTENT % AST 0.1, 0.023

9 IBP d AST 221 224

10 50% d AST ~ 260

11 FBP d AST 285 284

12 AROMATIC CONTENT % IS 0.2 < 

13 REFRACTIVE INDEX @ 20 AST 1.4 #

14 N - PARAFFIN CONTENT w IS Min 99

15 SULPHER CONTENT M AST 1, NIL

16 DENSITY @ 15 °C m AST Rep 0.766

DISCLAIMER

Tested By Approved by 

Vi l l age Bhim asar,  Ta luka  Anjar,  Di s tri ct  Kutch, 370240, G ujarat.

CERTIFICATE OF ANALYSIS

FM/QC/002,0.00;0723

SIDHE PETROCHEMICALS PRIVATE LIMITED

R.S. No.  445,446/1,446/2,448,449,
Village Bhimasar, Taluka Anjar, District Kutch, 370240, Gujarat.

CERTIFICATE OF ANALYSIS

(1) The information given here is considered to be correct is offered for your consideration investigation & 

(2) No warranties are expressed or implied since the use of products are beyoud our control.

SIDHE PETROCHEMICALS PRIVATE LIMITED
R.S. No.  445,446/1,446/2,448,449,

R.S.  No.  445,446/1,446/2,448,449,

Village Bhimasar, Taluka Anjar, District Kutch, 370240, Gujarat.

CERTIFICATE OF ANALYSIS

(1) The information given here is considered to be correct is offered for your consideration investigation & 

(2) No warranties are expressed or implied since the use of products are beyoud our control.

FM/QC/002,0.00;0723

CERTIFICATE OF ANALYSIS

(1) The information given here is considered to be correct is offered for your consideration investigation & 

(2) No warranties are expressed or implied since the use of products are beyoud our control.

FM/QC/002,0.00;0723

SIDHE PETROCHEMICALS PRIVATE LIMITED
R.S. No.  445,446/1,446/2,448,449,

Village Bhimasar, Taluka Anjar, District Kutch, 370240, Gujarat.

CERTIFICATE OF ANALYSIS

(1) The information given here is considered to be correct is offered for your consideration investigation & 

(2) No warranties are expressed or implied since the use of products are beyoud our control.

FM/QC/002,0.00;0723

SIDHE PETROCHEMICALS PRIVATE LIMITED
R.S.  No.  445,446/1,446/2,448,449,

V i l l age Bhim asar,  Ta luka  Anjar,  Di s tri ct  Kutch, 370240, G ujarat.

CERTIFICATE OF ANALYSIS

(1) The information given here is considered to be correct is offered for your consideration investigation & verification .

SIDHE PETROCHEMICALS PRIVATE LIMITED

SIDHE PETROCHEMICALS PRIVATE LIMITED
R.S. No.  445,446/1,446/2,448,449,

FM/QC/002,0.00;0723

FM/QC/002,0.00;0723

Village Bhimasar, Taluka Anjar, District Kutch, 370240, Gujarat.

CERTIFICATE OF ANALYSIS

(1) The information given here is considered to be correct is offered for your consideration investigation & 

(2) No warranties are expressed or implied since the use of products are beyoud our control.

(1) The information given here is considered to be correct is offered for your consideration investigation & 

(2) No warranties are expressed or implied since the use of products are beyoud our control.

FM/QC/002,0.00;0723

SIDHE PETROCHEMICALS PRIVATE LIMITED
R.S. No.  445,446/1,446/2,448,449,

Village Bhimasar, Taluka Anjar, District Kutch, 370240, Gujarat.

CERTIFICATE OF ANALYSIS

(1) The information given here is considered to be correct is offered for your consideration investigation & 

(2) No warranties are expressed or implied since the use of products are beyoud our control.

FM/QC/002,0.00;0723

SIDHE PETROCHEMICALS PRIVATE LIMITED
R.S. No.  445,446/1,446/2,448,449,

Village Bhimasar, Taluka Anjar, District Kutch, 370240, Gujarat.

CERTIFICATE OF ANALYSIS

(2) No warranties are expressed or implied since the use of products are beyoud our control.

(1) The information given here is considered to be correct is offered for your consideration investigation & verification .

(2) No warranties are expressed or implied since the use of products are beyoud our control.

FM/QC/002,0.00;0723

SIDHE PETROCHEMICALS PRIVATE LIMITED
R.S. No.  445,446/1,446/2,448,449,

Village Bhimasar, Taluka Anjar, District Kutch, 370240, Gujarat.

CERTIFICATE OF ANALYSIS

(1) The information given here is considered to be correct is offered for your consideration investigation & 

(2) No warranties are expressed or implied since the use of products are beyoud our control.



Q C Chemist Manager QC 

GWALIOR

REPORT NO. SPPL/BM/PB/006 DATE 20.03.2025

PRODUCT NAME SH 1 0 0  P F

QUATITY 2 9  X  1 6 0  (4 6 4 0  K GS)

INVOICE NO. SP P L /2 4 2 5 /0 5 5 2 5

CUSTOMER NAME M/S.  SRF L I MI TED

 BATCH NO. SP AF0 2 2 5 1 4 2 4

PACKING IN D RUM

VEHICLE NO. MP 1 3  ZM 2 6 1 0

MFG. DATE 1 8 . 0 3 . 2 0 2 5

EXP. DATE 1 7 . 0 3 . 2 0 2 7

S.NO CHARACT U TE SPE TYPIC
1 APPEARANCE - VIS BRI BRIG

2 SP.GRAVITY @25 °C g AST 0.7 0.763

3 COLOR, Saybolt AST 30 +30

4 KIN.VISCOSITY @  25 °C m AST 2.9 2.98 

5 FLASH POINT d AST Min 100

6 POUR POINT d AST 0 0

7 ANILINE POINT d AST 82. 90

8 MOISTURE CONTENT % AST 0.1, 0.031

9 IBP d AST 221 226

10 50% d AST ~ 243

11 FBP d AST 285 284

12 AROMATIC CONTENT % IS 0.2 < 

13 REFRACTIVE INDEX @ 20 AST 1.4 #

14 N - PARAFFIN CONTENT w IS Min 99

15 SULPHER CONTENT M AST 1, NIL

16 DENSITY @ 15 °C m AST Rep 0.768

DISCLAIMER

Tested By Approved by 

Q C Chemist Manager QC 

REPORT NO. SPPL/BM/PB/007 DATE 20.03.2025

PRODUCT NAME SH 1 0 0  P F

QUATITY 2 8  X  1 6 0  (4 4 8 0  K GS)

INVOICE NO. SP P L /2 4 2 5 /0 5 5 2 6

CUSTOMER NAME M/S.  SRF L I MI TED GWALIOR

 BATCH NO. SP AF0 2 2 5 1 4 2 4

PACKING IN D RUM

VEHICLE NO. MP 1 3  GB 4 1 3 5

MFG. DATE 1 8 . 0 3 . 2 0 2 5

EXP. DATE 1 7 . 0 3 . 2 0 2 7

S.NO CHARACT U TE SPE TYPIC
1 APPEARANCE - VIS BRI BRIG

2 SP.GRAVITY @25 °C g AST 0.7 0.763

3 COLOR, Saybolt AST 30 +30

4 KIN.VISCOSITY @  25 °C m AST 2.9 2.98 

5 FLASH POINT d AST Min 100

6 POUR POINT d AST 0 0

7 ANILINE POINT d AST 82. 90

8 MOISTURE CONTENT % AST 0.1, 0.031

9 IBP d AST 221 226

10 50% d AST ~ 243

11 FBP d AST 285 284

12 AROMATIC CONTENT % IS 0.2 < 

13 REFRACTIVE INDEX @ 20 AST 1.4 #

14 N - PARAFFIN CONTENT w IS Min 99

15 SULPHER CONTENT M AST 1, NIL

16 DENSITY @ 15 °C m AST Rep 0.768

DISCLAIMER

Tested By Approved by 

Q C Chemist Manager QC 

REPORT NO. SPPL/BM/PB/0001 DATE 04.04.2025

PRODUCT NAME SH 1 0 0  P F

QUATITY 2 4  X  1 6 0  (3 8 4 0  K GS)

INVOICE NO. SP P L /2 5 2 6 /0 0 0 4 1

CUSTOMER NAME M/S.  SRF L I MI TED  (GW AL I OR)

 BATCH NO. SP AF0 3 2 5 1 4 2 4

PACKING IN D RUM

VEHICLE NO. D L  0 1  L AB 8 4 6 0

MFG. DATE 1 8 . 0 3 . 2 0 2 5

EXP. DATE 1 7 . 0 3 . 2 0 2 7

S.NO CHARACT U TE SPE TYPIC
1 APPEARANCE - VIS BRI BRIG

2 SP.GRAVITY @25 °C g AST 0.7 0.763

3 COLOR, Saybolt AST 30 +30

4 KIN.VISCOSITY @  25 °C m AST 2.9 2.98 

5 FLASH POINT d AST Min 100

6 POUR POINT d AST 0 0

7 ANILINE POINT d AST 82. 90

8 MOISTURE CONTENT % AST 0.1, 0.031

9 IBP d AST 221 226

10 50% d AST ~ 243

11 FBP d AST 285 284

12 AROMATIC CONTENT % IS 0.2 < 

13 REFRACTIVE INDEX @ 20 AST 1.4 #

14 N - PARAFFIN CONTENT w IS Min 99

15 SULPHER CONTENT M AST 1, NIL

16 DENSITY @ 15 °C m AST Rep 0.768

DISCLAIMER

Tested By Approved by 

Q C Chemist Manager QC 

REPORT NO. SPPL/BM/PB/0002 DATE 04.04.2025

PRODUCT NAME SH 1 0 0  P F

QUATITY 3 1  X  1 6 0  (4 9 6 0  K GS)

INVOICE NO. SP P L /2 5 2 6 /0 0 0 4 5

CUSTOMER NAME M/S.  SRF L I MI TED  (GW AL I OR)

 BATCH NO. SP AF0 3 2 5 1 4 2 4

PACKING IN D RUM

VEHICLE NO. D L  0 1  MB 1 2 1 2

MFG. DATE 1 8 . 0 3 . 2 0 2 5

EXP. DATE 1 7 . 0 3 . 2 0 2 7

S.NO CHARACT U TE SPE TYPIC
1 APPEARANCE - VIS BRI BRIG

2 SP.GRAVITY @25 °C g AST 0.7 0.763

3 COLOR, Saybolt AST 30 +30

4 KIN.VISCOSITY @  25 °C m AST 2.9 2.98 

5 FLASH POINT d AST Min 100

6 POUR POINT d AST 0 0

7 ANILINE POINT d AST 82. 90

8 MOISTURE CONTENT % AST 0.1, 0.031

9 IBP d AST 221 226

10 50% d AST ~ 243

11 FBP d AST 285 284

12 AROMATIC CONTENT % IS 0.2 < 

13 REFRACTIVE INDEX @ 20 AST 1.4 #

14 N - PARAFFIN CONTENT w IS Min 99

15 SULPHER CONTENT M AST 1, NIL

16 DENSITY @ 15 °C m AST Rep 0.768

DISCLAIMER

Tested By Approved by 

Q C Chemist Manager QC 

REPORT NO. SPPL/BM/PB/0003 DATE 11.04.2025

PRODUCT NAME SH 1 0 0  P F

QUATITY 5 0  X  1 6 0  (8 0 0 0  K GS)

INVOICE NO. SP P L /2 5 2 6 /0 0 1 3 0

CUSTOMER NAME M/S.  SRF L I MI TED  (MANAL I ,  CHENNAI )

 BATCH NO. SP AF0 4 2 5 0 0 3 7 THIS MATERIAL REJECTED DEU TO ODOUR PRESENT BUT DISCUSS WITH AMARENDRA ,DR.SP SIR AND GOUTAM SIR  THEN THIS MATERIAL HAS BEEN DISPATCH UNDER LIMITATIONS.

PACKING IN D RUM

VEHICLE NO. P B0 2  EQ 7 4 5 2

MFG. DATE 1 1 . 0 4 . 2 0 2 5

EXP. DATE 1 0 . 0 4 . 2 0 2 7

S.NO CHARACT U TE SPE TYPIC
1 APPEARANCE - VIS BRI BRIG

2 SP.GRAVITY @25 °C g AST 0.7 0.763

3 COLOR, Saybolt AST 30 +30

4 KIN.VISCOSITY @  25 °C m AST 2.9 2.98 

5 FLASH POINT d AST Min 100

6 POUR POINT d AST 0 0

7 ANILINE POINT d AST 82. 90

8 MOISTURE CONTENT % AST 0.1, 0.031

9 IBP d AST 221 226

10 50% d AST ~ 243

11 FBP d AST 285 284

12 AROMATIC CONTENT % IS 0.2 < 

13 REFRACTIVE INDEX @ 20 AST 1.4 #

14 N - PARAFFIN CONTENT w IS Min 99

15 SULPHER CONTENT M AST 1, NIL

16 DENSITY @ 15 °C m AST Rep 0.768

DISCLAIMER

Tested By Approved by 

Q C Chemist Manager QC 

REPORT NO. SPPL/BM/PB/0004 DATE 14.04.2025

PRODUCT NAME SH 1 0 0  P F

QUATITY 2 9  X  1 6 0  (4 6 4 0  K GS)

INVOICE NO. SP P L /2 5 2 6 /0 0 1 6 2

CUSTOMER NAME M/S.  SRF L I MI TED  (GW AL I OR)

 BATCH NO. SP AF0 4 2 5 0 0 3 7

PACKING IN D RUM

VEHICLE NO. HR3 9  D  8 1 9 6

MFG. DATE 1 4 . 0 4 . 2 0 2 5

EXP. DATE 1 3 . 0 4 . 2 0 2 7

S.NO CHARACT U TE SPE TYPIC THIS MATERIAL REJECTED DEU TO ODOUR PRESENT BUT DISCUSS WITH AMARENDRA ,DR.SP SIR AND GOUTAM SIR  THEN THIS MATERIAL HAS BEEN DISPATCH UNDER LIMITATIONS.

1 APPEARANCE - VIS BRI BRIG

2 SP.GRAVITY @25 °C g AST 0.7 0.763

3 COLOR, Saybolt AST 30 +30

4 KIN.VISCOSITY @  25 °C m AST 2.9 2.98 

5 FLASH POINT d AST Min 100

6 POUR POINT d AST 0 0

7 ANILINE POINT d AST 82. 90

8 MOISTURE CONTENT % AST 0.1, 0.031

9 IBP d AST 221 226

10 50% d AST ~ 243

11 FBP d AST 285 284

12 AROMATIC CONTENT % IS 0.2 < 

13 REFRACTIVE INDEX @ 20 AST 1.4 #

14 N - PARAFFIN CONTENT w IS Min 99

15 SULPHER CONTENT M AST 1, NIL

16 DENSITY @ 15 °C m AST Rep 0.768

DISCLAIMER

Tested By Approved by 

Q C Chemist Manager QC 

REPORT NO. SPPL/BM/PB/0005 DATE 14.04.2025

PRODUCT NAME SH 1 0 0  P F

QUATITY 2 8  X  1 6 0  (4 4 8 0  K GS)

INVOICE NO. SP P L /2 5 2 6 /0 0 1 6 3

CUSTOMER NAME M/S.  SRF L I MI TED  (GW AL I OR)

 BATCH NO. SP AF0 4 2 5 0 0 3 7

PACKING IN D RUM

VEHICLE NO. D L 1  MB 0 5 2 4

MFG. DATE 1 4 . 0 4 . 2 0 2 5

EXP. DATE 1 3 . 0 4 . 2 0 2 7

S.NO CHARACT U TE SPE TYPIC
################## APPEARANCE - VIS BRI BRIG

################## SP.GRAVITY @25 °C g AST 0.7 0.763

################## COLOR, Saybolt AST 30 +30

################## KIN.VISCOSITY @  25 °C m AST 2.9 2.98 

################## FLASH POINT d AST Min 100

################## POUR POINT d AST 0 0

################## ANILINE POINT d AST 82. 90

################## MOISTURE CONTENT % AST 0.1, 0.031

################## IBP d AST 221 226

################## 50% d AST ~ 243

################## FBP d AST 285 284

################## AROMATIC CONTENT % IS 0.2 < 

################## REFRACTIVE INDEX @ 20 … AST 1.4 #

################## N - PARAFFIN CONTENT w IS Min 99

################## SULPHER CONTENT M AST 1, NIL

################## DENSITY @ 15 °C m AST Rep 0.768

DISCLAIMER

ASTM D 792

Tested By Approved by 

Q C Chemist Manager QC 

REPORT NO. SPPL/BM/PB/0006 DATE 26.04.2025

PRODUCT NAME SH 1 0 0  P F

QUATITY 5 0  X  1 6 0  (8 0 0 0  K GS)

INVOICE NO. SP P L /2 5 2 6 /0 0 4 0 9

CUSTOMER NAME M/S.  SRF L I MI TED  

 BATCH NO. SP AF0 4 2 5 0 0 3 7

PACKING IN D RUM

VEHICLE NO. CG1 5  D Z 4 2 3 1

MFG. DATE 1 4 . 0 4 . 2 0 2 5

EXP. DATE 1 3 . 0 4 . 2 0 2 7

S.NO CHARACT U TE SPE TYPIC
################## APPEARANCE - VIS BRI BRIG

################## SP.GRAVITY @25 °C g AST 0.7 0.763

################## COLOR, Saybolt AST 30 +30

################## KIN.VISCOSITY @  25 °C m AST 2.9 2.98 

################## FLASH POINT d AST Min 100 ACTUAL FLASH = 96

################## POUR POINT d AST 0 0

################## ANILINE POINT d AST 82. 90

################## MOISTURE CONTENT % AST 0.1, 0.031

################## IBP d AST 221 226

################## 50% d AST ~ 243

################## FBP d AST 285 284

################## AROMATIC CONTENT % IS 0.2 < 

################## REFRACTIVE INDEX @ 20 … AST 1.4 #

################## N - PARAFFIN CONTENT w IS Min 99

################## SULPHER CONTENT M AST 1, NIL

################## DENSITY @ 15 °C m AST Rep 0.768

DISCLAIMER

Tested By Approved by 

Q C Chemist Manager QC 

REPORT NO. SPPL/BM/PB/0007 DATE 29.04.2025

PRODUCT NAME SH 1 0 0  P F

QUATITY 3 2  X  1 6 0  (5 1 2 0  K GS)

INVOICE NO. SP P L /2 5 2 6 /0 0 4 5 2

CUSTOMER NAME M/S.  SRF L I MI TED  

 BATCH NO. SP AF0 4 2 5 0 0 3 7

PACKING IN D RUM

VEHICLE NO. HR6 9  F 3 3 1 3

MFG. DATE 1 4 . 0 4 . 2 0 2 5

EXP. DATE 1 3 . 0 4 . 2 0 2 7

S.NO CHARACT U TE SPE TYPIC
################## APPEARANCE - VIS BRI BRIG

################## SP.GRAVITY @25 °C g AST 0.7 0.763

################## COLOR, Saybolt AST 30 +30

################## KIN.VISCOSITY @  25 °C m AST 2.9 2.98 

################## FLASH POINT d AST Min 100

################## POUR POINT d AST 0 0

################## ANILINE POINT d AST 82. 90

################## MOISTURE CONTENT % AST 0.1, 0.031

################## IBP d AST 221 226

################## 50% d AST ~ 243

################## FBP d AST 285 284

################## AROMATIC CONTENT % IS 0.2 < 

################## REFRACTIVE INDEX @ 20 … AST 1.4 #

################## N - PARAFFIN CONTENT w IS Min 99

################## SULPHER CONTENT M AST 1, NIL

################## DENSITY @ 15 °C m AST Rep 0.768

DISCLAIMER

Tested By Approved by 

Q C Chemist Manager QC 

FM/QC/002,0.00;0723

SIDHE PETROCHEMICALS PRIVATE LIMITED
R.S. No.  445,446/1,446/2,448,449,

SIDHE PETROCHEMICALS PRIVATE LIMITED
R.S. No.  445,446/1,446/2,448,449,

Village Bhimasar, Taluka Anjar, District Kutch, 370240, Gujarat.

CERTIFICATE OF ANALYSIS

(1) The information given here is considered to be correct is offered for your consideration investigation & 

(2) No warranties are expressed or implied since the use of products are beyoud our control.

FM/QC/002,0.00;0723

SIDHE PETROCHEMICALS PRIVATE LIMITED
R.S. No.  445,446/1,446/2,448,449,

Village Bhimasar, Taluka Anjar, District Kutch, 370240, Gujarat.

CERTIFICATE OF ANALYSIS

R.S. No.  445,446/1,446/2,448,449,
Village Bhimasar, Taluka Anjar, District Kutch, 370240, Gujarat.

CERTIFICATE OF ANALYSIS

(1) The information given here is considered to be correct is offered for your consideration investigation & 

(2) No warranties are expressed or implied since the use of products are beyoud our control.

FM/QC/002,0.00;0723

FM/QC/002,0.00;0723

SIDHE PETROCHEMICALS PRIVATE LIMITED
R.S. No.  445,446/1,446/2,448,449,

Village Bhimasar, Taluka Anjar, District Kutch, 370240, Gujarat.

CERTIFICATE OF ANALYSIS

(1) The information given here is considered to be correct is offered for your consideration investigation & 

(2) No warranties are expressed or implied since the use of products are beyoud our control.

FM/QC/002,0.00;0723

SIDHE PETROCHEMICALS PRIVATE LIMITED
R.S. No.  445,446/1,446/2,448,449,

Village Bhimasar, Taluka Anjar, District Kutch, 370240, Gujarat.

SIDHE PETROCHEMICALS PRIVATE LIMITED

CERTIFICATE OF ANALYSIS

(1) The information given here is considered to be correct is offered for your consideration investigation & 

(2) No warranties are expressed or implied since the use of products are beyoud our control.

FM/QC/002,0.00;0723

CERTIFICATE OF ANALYSIS

(1) The information given here is considered to be correct is offered for your consideration investigation & 

(2) No warranties are expressed or implied since the use of products are beyoud our control.

FM/QC/002,0.00;0723

(1) The information given here is considered to be correct is offered for your consideration investigation & 

(2) No warranties are expressed or implied since the use of products are beyoud our control.

FM/QC/002,0.00;0723

SIDHE PETROCHEMICALS PRIVATE LIMITED
R.S. No.  445,446/1,446/2,448,449,

Village Bhimasar, Taluka Anjar, District Kutch, 370240, Gujarat.

CERTIFICATE OF ANALYSIS

(1) The information given here is considered to be correct is offered for your consideration investigation & 

(2) No warranties are expressed or implied since the use of products are beyoud our control.

FM/QC/002,0.00;0723

SIDHE PETROCHEMICALS PRIVATE LIMITED
R.S. No.  445,446/1,446/2,448,449,

Village Bhimasar, Taluka Anjar, District Kutch, 370240, Gujarat.

CERTIFICATE OF ANALYSIS

(1) The information given here is considered to be correct is offered for your consideration investigation & 

(2) No warranties are expressed or implied since the use of products are beyoud our control.

FM/QC/002,0.00;0723

SIDHE PETROCHEMICALS PRIVATE LIMITED
R.S. No.  445,446/1,446/2,448,449,

Village Bhimasar, Taluka Anjar, District Kutch, 370240, Gujarat.

SIDHE PETROCHEMICALS PRIVATE LIMITED
R.S. No.  445,446/1,446/2,448,449,

Village Bhimasar, Taluka Anjar, District Kutch, 370240, Gujarat.

CERTIFICATE OF ANALYSIS

(1) The information given here is considered to be correct is offered for your consideration investigation & 

(2) No warranties are expressed or implied since the use of products are beyoud our control.



REPORT NO. SPPL/BM/PB/0000 DATE 12.05.2025

PRODUCT NAME SH 1 0 0  P F

CUSTOMER NAME M/S.  SRF L I MI TED  

S.NO CHARACT U TE SPE TYPIC
################## APPEARANCE - VIS BRI BRIG

################## SP.GRAVITY @25 °C g AST 0.7 0.761

################## COLOR, Saybolt AST 30 +30

################## KIN.VISCOSITY @  25 °C m AST 2.9 #

################## FLASH POINT d AST Min 98

################## POUR POINT d AST 0 0

################## ANILINE POINT d AST 82. 90

################## MOISTURE CONTENT % AST 0.1, 0.046

################## IBP d AST 221 225

################## 50% d AST ~ 244

################## FBP d AST 285 284

################## AROMATIC CONTENT % IS 0.2 < 

################## REFRACTIVE INDEX @ 20 … AST 1.4 #

################## N - PARAFFIN CONTENT w IS Min 99

################## SULPHER CONTENT M AST 1, NIL

################## DENSITY @ 15 °C m AST Rep 0.765

DISCLAIMER PRE APPROVED TEST REPORT

Tested By Approved by 

Q C Chemist Manager QC 

REPORT NO. SPPL/BM/PB/0008 DATE 12.05.2025

PRODUCT NAME SH 1 0 0  P F

CUSTOMER NAME M/S.  SRF L I MI TED  

INVOICE NO. SP P L /2 5 2 6 /0 0 6 4 2

BATCH NO. SP AF0 4 2 5 0 0 3 7

QTY. 2 5  X  1 6 0  (4 0 0 0  K GS)

VEHICLE NO. HR 6 6  C 6 8 7 6

PACKING IN D RUM

MFG. DATE 1 4 . 0 4 . 2 0 2 5

EXP. DATE 1 3 . 0 4 . 2 0 2 7

S.NO CHARACT U TE SPE TYPIC
################## APPEARANCE - VIS BRI BRIG

################## SP.GRAVITY @25 °C g AST 0.7 0.761

################## COLOR, Saybolt AST 30 +30

################## KIN.VISCOSITY @  25 °C m AST 2.9 #

################## FLASH POINT d AST Min 98

################## POUR POINT d AST 0 0

################## ANILINE POINT d AST 82. 90

################## MOISTURE CONTENT % AST 0.1, 0.046

################## IBP d AST 221 225

################## 50% d AST ~ 244

################## FBP d AST 285 284

################## AROMATIC CONTENT % IS 0.2 < 

################## REFRACTIVE INDEX @ 20 … AST 1.4 #

################## N - PARAFFIN CONTENT w IS Min 99

################## SULPHER CONTENT M AST 1, NIL

################## DENSITY @ 15 °C m AST Rep 0.765

DISCLAIMER

Tested By Approved by 

Q C Chemist Manager QC 

REPORT NO. SPPL/BM/PB/0009 DATE 06.06.2025

PRODUCT NAME SH 1 0 0  P F

CUSTOMER NAME M/S.  SRF L I MI TED  

INVOICE NO. SP P L /2 5 2 6 /0 1 1 1 1

BATCH NO. SP AF0 6 2 5 0 3 0 6

QTY. 3 5  X  1 6 0  (5 6 0 0  K GS)

VEHICLE NO. UP 7 8  HT 6 5 4 0

PACKING IN D RUM

MFG. DATE 0 6 . 0 6 . 2 0 2 5

EXP. DATE 0 5 . 0 6 . 2 0 2 7

S.NO CHARACT U TE SPE TYPIC
################## APPEARANCE - VIS BRI BRIG

################## SP.GRAVITY @25 °C g AST 0.7 0.760

################## COLOR, Saybolt AST 30 +30

################## KIN.VISCOSITY @  25 °C m AST 2.9 #

################## FLASH POINT d AST Min 98

################## POUR POINT d AST 0 0

################## ANILINE POINT d AST 82. 90

################## MOISTURE CONTENT % AST 0.1, 0.045

################## IBP d AST 221 226

################## 50% d AST ~ 244

################## FBP d AST 285 284

################## AROMATIC CONTENT % IS 0.2 < 

################## REFRACTIVE INDEX @ 20 … AST 1.4 #

################## N - PARAFFIN CONTENT w IS Min 99

################## SULPHER CONTENT M AST 1, NIL

################## DENSITY @ 15 °C m AST Rep 0.765

DISCLAIMER

Tested By Approved by 

Q C Chemist Manager QC 

REPORT NO. SPPL/BM/PB/0010 DATE 07.06.2025

PRODUCT NAME SH 1 0 0  P F

CUSTOMER NAME M/S.  SRF L I MI TED  

INVOICE NO. SP P L /2 5 2 6 /0 1 1 2 6

BATCH NO. SP AF0 6 2 5 0 3 0 6

QTY. 4 0  X  1 6 0  (6 4 0 0  K GS)

VEHICLE NO. D D 0 1  T 9 4 5 9

PACKING IN D RUM

MFG. DATE 0 7 . 0 6 . 2 0 2 5

EXP. DATE 0 6 . 0 6 . 2 0 2 7

S.NO CHARACT U TE SPE TYPIC
################## APPEARANCE - VIS BRI BRIG

################## SP.GRAVITY @25 °C g AST 0.7 0.760

################## COLOR, Saybolt AST 30 +30

################## KIN.VISCOSITY @  25 °C m AST 2.9 #

################## FLASH POINT d AST Min 98

################## POUR POINT d AST 0 0

################## ANILINE POINT d AST 82. 90

################## MOISTURE CONTENT % AST 0.1, 0.045

################## IBP d AST 221 226

################## 50% d AST ~ 244

################## FBP d AST 285 284

################## AROMATIC CONTENT % IS 0.2 < 

################## REFRACTIVE INDEX @ 20 … AST 1.4 #

################## N - PARAFFIN CONTENT w IS Min 99

################## SULPHER CONTENT M AST 1, NIL

################## DENSITY @ 15 °C m AST Rep 0.765

DISCLAIMER

Tested By Approved by 

Q C Chemist Manager QC 

REPORT NO. SPPL/BM/PB/0011 DATE 18.06.2025

PRODUCT NAME SH 1 0 0  P F

CUSTOMER NAME M/S.  SRF L I MI TED  

INVOICE NO. SP P L /2 5 2 6 /0 1 3 0 7

BATCH NO. SP AF0 6 2 5 0 3 0 6

QTY. 7 0  X  1 6 0  (1 1 2 0 0  K GS)

VEHICLE NO. RJ 1 9  GH 6 6 2 0

PACKING IN D RUM

MFG. DATE 0 7 . 0 6 . 2 0 2 5

EXP. DATE 0 6 . 0 6 . 2 0 2 7

S.NO CHARACT U TE SPE TYPIC
################## APPEARANCE - VIS BRI BRIG

################## SP.GRAVITY @25 °C g AST 0.7 0.760

################## COLOR, Saybolt AST 30 +30

################## KIN.VISCOSITY @  25 °C m AST 2.9 #

################## FLASH POINT d AST Min 98

################## POUR POINT d AST 0 0

################## ANILINE POINT d AST 82. 90

################## MOISTURE CONTENT % AST 0.1, 0.045

################## IBP d AST 221 226

################## 50% d AST ~ 244

################## FBP d AST 285 284

################## AROMATIC CONTENT % IS 0.2 < 

################## REFRACTIVE INDEX @ 20 … AST 1.4 #

################## N - PARAFFIN CONTENT w IS Min 99

################## SULPHER CONTENT M AST 1, NIL

################## DENSITY @ 15 °C m AST Rep 0.765

DISCLAIMER

Tested By Approved by 

Q C Chemist Manager QC 

REPORT NO. SPPL/BM/PB/0012 DATE

PRODUCT NAME SH 1 0 0  P F

CUSTOMER NAME

INVOICE NO.

BATCH NO.

QTY.

VEHICLE NO.

PACKING IN

MFG. DATE

EXP. DATE

S.NO CHARACT U TE SPE TYPIC

################## APPEARANCE - VIS BRI BRIG

################## SP.GRAVITY @25 °C g AST 0.7 0.760

################## COLOR, Saybolt AST 30 +30

################## KIN.VISCOSITY @  25 °C m AST 2.9 #

################## FLASH POINT d AST Min 98

################## POUR POINT d AST 0 0

################## ANILINE POINT d AST 82. 90

################## MOISTURE CONTENT % AST 0.1, 0.046

################## IBP d AST 221 226

################## 50% d AST ~ 244

################## FBP d AST 285 283

################## AROMATIC CONTENT % IS 0.2 < 

################## REFRACTIVE INDEX @ 20 … AST 1.4 #

################## N - PARAFFIN CONTENT w IS Min 99

################## SULPHER CONTENT M AST 1, NIL

################## DENSITY @ 15 °C m AST Rep 0.765

DISCLAIMER

Tested By Approved by 

Q C Chemist Manager QC 

SIDHE PETROCHEMICALS PRIVATE LIMITED
R.S. No.  445,446/1,446/2,448,449,

Village Bhimasar, Taluka Anjar, District Kutch, 370240, Gujarat.

CERTIFICATE OF ANALYSIS

(1) The information given here is considered to be correct is offered for your consideration investigation & 

(2) No warranties are expressed or implied since the use of products are beyoud our control.
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