
R.S. No. 445,446/1,446/2,448,449,
Village Bhimasar, Taluka Anjar, District Kutch, 370240, Gujarat.

Report No. SPPL/BM/LB/00 Date:- 25.06.2025

Product Name SHBO PRIDE 6 

Sr. No. Test Parameters Test Method Specification Result

1 Appearance Visual Bright &clear Bright &clear

2 Colour ASTM D 1500 L 0.5 0.00

3 Density @ 29.5 Deg.C ASTM D1298 Report 0.851

4 K. Viscosity @ 40C, cSt ASTM D 445 Report 48.93

5 K. Viscosity @ 100C, cSt ASTM D 445 7.0 - 8.0 7.16

6 Viscosity Index ASTM D 2270 98 Min. 104

7 Pour Point, Deg. C ASTMD 97 (-12) Max. (-27)

8 Flash Point, Deg. C ASTM D 92 222 Min. 240

DISCLAIMER

Tested By Approved by 

Q C Chemist Manager QC 

SIDHE PETROCHEMICALS PRIVATE LIMITED

(2) No warranties are expressed or implied since the use of products are beyond our control.

CERTIFICATE OF ANALYSIS

(1) The information given here is considered to be correct is offered for your consideration investigation & verification .


